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ASIA PACIFIC INDUSTRY GROUP CO., LIMITED

NO.3399, LUZHOU AVE.,BAOHE DIST., 230051, HEFEI, ANHUI,CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as : BLACKWAXRIBBON

SGS JobNo. : SP11-016305 - SH
ModelNo. : E908(E9081/E9081+)
Composition : PET,POLYACRYLATE,CARBON
Supplier : ASIA PACIFIC INDUSTRY GROUP CO., LIMITED
DateofSampleReceived : 10 May 2018
TestingPeriod: 10 May 2018 - 13 May2018
TestRequested : Selected test(s) as requested byclient.

TestMethod:

Test Results :

Please refer to next page(s).

Please refer to next page(s).

Conclusion: Basedon the performed tests on submittedsamples, the results complywith the
RoHSDirective 2002/95/EC and its subsequent amendments.

Signed for and on behalf of
SGS-CSTC Ltd.

Fan Jingjie, JJ
Approved Signatory
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Test Results :

Test Part Description:

Remarks :
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method DetectionLimit
(3) ND = Not Detected ( < MDL)
(4) "-" = Not Regulated

RoHS Directive 2002/95/EC.

TestMethod : With reference to IEC 62321:2008
(1) Determination of Cadmium by ICP-OES.
(2) Determination of Lead by ICP-OES.
(3) Determination of Mercury by ICP-OES.
(4) Determination of HexavalentChromiumby Colorimetric Method usingUV-Vis.
(5) Determination of PBBs / PBDEs content byGC-MS.

Test Item(s) Limit Unit MDL 003
Cadmium (Cd) 100 mg/kg 2 ND
Lead (Pb) 1,000 mg/kg 2 ND
Mercury (Hg) 1,000 mg/kg 2 ND
Hexavalent Chromium (CrVI) 1,000 mg/kg 2 ND
Sum of PBBs 1,000 mg/kg - ND
Monobromobiphenyl - mg/kg 5 ND
Dibromobiphenyl - mg/kg 5 ND
Tribromobiphenyl - mg/kg 5 ND
Tetrabromobiphenyl - mg/kg 5 ND
Pentabromobiphenyl - mg/kg 5 ND
Hexabromobiphenyl - mg/kg 5 ND
Heptabromobiphenyl - mg/kg 5 ND
Octabromobiphenyl - mg/kg 5 ND
Nonabromobiphenyl - mg/kg 5 ND
Decabromobiphenyl - mg/kg 5 ND
Sum of PBDEs 1,000 mg/kg - ND
Monobromodiphenyl ether - mg/kg 5 ND

Specimen No.. SGS Sample ID. Description.
1 SHA11-066305.003 Blackplasticribbon
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Test Item(s)
Dibromodiphenyl ether
Tribromodiphenyl ether
Tetrabromodiphenyl ether
Pentabromodiphenyl ether
Hexabromodiphenyl ether
Heptabromodiphenyl ether
Octabromodiphenyl ether
Nonabromodiphenyl ether
Decabromodiphenyl ether

Notes :
(1) The maximum permissible limit is quoted from the document 2005/618/EC amending RoHS directive
2002/95/EC

Halogen.

TestMethod : With reference to EN 14582: 2007, analysis was performed by Ion Chromatograph (IC).

Test Item(s) Unit MDL 003

Limit Unit MDL 003.
- mg/kg 5 ND
- mg/kg 5 ND
- mg/kg 5 ND
- mg/kg 5 ND
- mg/kg 5 ND
- mg/kg 5 ND
- mg/kg 5 ND
- mg/kg 5 ND
- mg/kg 5 ND

Fluorine (F) mg/kg 50 ND
Chlorine (Cl) mg/kg 50 131
Bromine (Br) mg/kg 50 ND
Iodine (I) mg/kg 50 ND

Phthalates.

TestMethod : WithreferencetoEN14372:2004,analysiswasperformedbyGC-MS.

Test Item(s) Unit MDL 003.
Dibutyl Phthalate (DBP) % 0.003 ND
Benzylbutyl Phthalate (BBP) % 0.003 ND
Bis-(2-ethylhexyl) Phthalate (DEHP) % 0.003 ND

Notes :
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(1) DBP,BBP,DEHP Reference information: Entry 51 of Regulation (EC) No 552/2009 amendingAnnex
XVII of REACH Regulation (EC) No 1907/2006 (previously restricted under Directive2005/84/EC):
i) Shall not be used as substances or in mixtures, in concentrations greater than 0,1% by weight of
the plasticisedmaterial, in toys and childcare articles.

ii) Toys and childcare articles containing these phthalates in a concentration greater than 0.1% by
weight of the plasticisedmaterial shall not be placedon the market.

Please refer to Regulation (EC) No 552/2009 to get more detail information

Hexabromocyclododecane (HBCDD).

TestMethod : With reference to US EPA 3550C: 2007, analysis was performed by GC-MS.

Test Item(s) Unit MDL 003
Hexabromocyclododecane (HBCDD) mg/kg 10 ND
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Positive
Spot test

Negative
Boiling water
extraction

DATA

A red color
indicates the

presence of Cr6+.
If necessary,
confirm with
UV-Vis.

Adding 1,5-
diphenylcarbazide

for color
development

Adding 1,5-
diphenylcarbazide

for color
development

Filtration and pH
adjustment

Heating to 90~95℃
for extraction

Adding digestion
reagent

Concentration/
Dilution of

extraction solution

Sample Preparation

Pb/Cd/Hg PBBs/PBDEs Cr6+

Metallic
material

Nonmetallic
material

Sample solvent
extraction

Acid digestion with
microwave/ hotplate

Sample Measurement

DATA

DATA

ATTACHMENTS

RoHS Testing Flow Chart

1)Name of the person who made testing: Gary Xu
2)Name of the person in charge of testing: GeorgeLin
3)These samples were dissolved totally by pre-conditioning method according to below flow chart.
(Cr6+ and PBBs/PBDEs test method excluded)

Solution

Filtration

Residue

1) Alkali Fusion
/ Dry Ashing

2) Acid to dissolve

ICP-OES

UV-Vis

DATA

GC/MS

Filtration
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Phthalates Testing Flow Chart

1) Name of the person who made testing: Vickey Gui
2) Name of the person in charge of testing: Susan Liu

Sample cutting/preparation

Sample measurement

Solvent extraction

Concentration/Dilution

Filtration

GC-MS

DATA
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Halogen Testing Flow Chart

1) Name of the person who made testing: DaisyGong
2) Name of the person in charge of testing: AlexJiang

Sample cutting/preparation

Sample measurement

Combustion in oxygen bomb

Dissolved in an absorption
solution

Filtration

Analyzed by ion
chromatography. Double

confirm by other instruments, if
necessary
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HBCDD Testing Flow Chart

1) Name of the person who made testing: Bill Zhong
2) Name of the person in charge of testing: Susan Liu

Sample cutting/preparation

Sample measurement

Solvent extraction

Concentration/Dilution

Filtration

GC-MS

DATA

Asia
 Pac

ific
 In

dustr
y G

roup Co., L
im

ite
d 

http
://

www.boppfilm
sal

es.c
om 

http
://

www.ap
igc

l.c
om 

Sk
yp

e: a
sia

pac
ific

sal
e 

Wech
at/

whats
ap

p/m
obile

:86-18919654871 

Anhui E
ast

ern Communica
tio

n  

http
://

www.boppfilm
sal

e.co
m



Test Report. No.SHAEC1106856305 Date: 13May 2018 Page 9 of9

0000389519

Sample photo:

SGS authenticate the photo on original report only

*** End of Report ***

SHAEC1106856305

SHA11-066305.003
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